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TEST REPORT

_REPORT NO : QA/2019/0904/1 _ DATE:22.11.2019

SUBJECT : TESTING OF RUBBER GLOVES SAMPLES.

SUBMITTED BY : AXG INDUSTRIES SDN. BHD.
No.17, Lorong Sultan Mohamed 25D/KU18,
Taman Perindustrian Bandar Sultan Suleiman,
42000 Pelabuhan Klang,

Selangor.

ON ;29" October 2019.

THESE RESULTS HAVE BEEN OBTAINED ON SAMPLE SUBMITTED TO US.

THE TYPES OF TEST ARE IN ACCORDANCE WITH THE CUSTOMER’S
REQUIREMENT.

THIS REPORT, EXCEPT IN FULL, SHALL NOT BE REPRODUCED WITHOUT
THE PRIOR APPROVAL OF THE DIRECTOR GENERAL.

This report is issued in accordance with the conditions of accreditation granted by SAMM which has assessed the capability of the laboratory and its traceability to recognised
national standards and to the units or measurement realised at the corresponding national standards laboratory. Copyright of this report is owned by the issuing laboratory and
may not be reproduced other than in full except with prior written approval of the Head of the issuing laboratary.
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SAMPLE DESCRIPTION
Type Of Sample . Medical Gloves For Single Use ( Examination Gloves ).
Date of Testing . 11.11.2019-20.11.2019
INFORMATION PROVIDED BY CUSTOMER
Marked . Latex Glove, Powder Frece
Dimension ( mm )
Sample Reference )
Length Width
QA/2019/0904/1.1 240 91
1.2 240 93
1.3 240 91
1.4 241 92
1.5 240 91
1.6 242 91
1.7 240 92
1.8 243 91
1.9 242 92
1.10 241 91
L.11 241 91
1.12 241 92
1.13 242 92
Requirement > 240 95+ 10
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Tensile Properties

Sample Reference Unaged Aged ( 7days / 70°C)

Force At Break (N) Force At Break (N)
QA/2019/0904/1.1 6.1 s
1.2 6.1 6.3
1.3 6.2 7.3
1.4 6.7 6.8
1.5 7.0 7.5
1.6 6.6 6.4
1.7 6.6 6.0
1.8 6.8 7.6
1.9 6.9 57
1.10 6.3 6.9
1.1 6.4 6.7
112 6.5 72
Jal3 5.8 6.9

Requirement >6.0 >0.0
Watertightness
Sample Reference No. Of Samples No. Of Samples
Tested With Signs Of Leakage

QA/2019/0904/1 200 4

ReseafCh Officer ( e
Physical Testing Laboratory
Malaysian Rubber Board

This report is issued in accordance with the conditions of accreditation granted by SAMM which has assessed the capability of the laboratory and its traceability to recognised
national standards and to the units or measurement realised at the corresponding national standards laboratory. Copyright of this report is owned by the issuing laboratory and
may not be reproduced other than in full except with prior written approval of the Head of the issuing laboratory.
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DATE :22.11.2019

STANDARD TEST METHOD

TEST

METHOD

Dimension

EN 455-2 : 2015 [Clause 4]

Tensile Properties

EN 455-2 : 2015 [Clause 5.2]

Accelerated Ageing

EN 455-2 : 2015 [Clause 5.3] (ISO 188 : 2007 )

Watertightness

EN 455-1 : 2000 [Clause 5]
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